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ANALIST CHIMICHE - CONTROLLO QUALITA'
CONSULENZE TECNICHE

Via G. Fuca, 152 - 41122 MODENA
Tel 059-254836 Fax 059-2558942

e-mail infochemicalab.it Spett.le
REA n® 337282 - CF. e P.IVA 02857780361 FOSHAN GANI CERAMICS Co., Ltd.
Floor2-5.Towerd,Smart City.No.28 Jihua Road
Ist.Chancheng Area

FOSHAN - GUANGDONG - CHINA

Report of analysis: 01080/A/1/ING/17 Issued: 28/03/2017
Sample description: Tile 60x90 cm of the series Gani Marble Tiles in sizes 60x60 cm, 60x90 cm, 60x120
cm, 20x90 cm.

Sampled by: Giavelli Ceramiche Srl Arrival saomple: 14/03/2017

Sample date: 14/03/2017 Start analysis: 18/03/2017

Sample n° 01080/17/CH End analysis: 28/03/2017
MDPg 0B/04 Rev 04

Parameter Result Udm U LQ Method Limits

CESSION IN ACETIC ACID 4% (v/v) - STATIC SURFACE CONTACT for 24 hours - Rif. UNI EN 15O 10545-15

Cadmium (as Cd) <0,00009 mg/dm? UNI EN 8O 11885:2009 0,07
Lead (os Pb) <(,00088 mag/dm? UNIEN ISO 11885:2009 08

END OF THE TEST REPORT
NOTE:

The limits mentioned above refer 1o the DM 04/04/1985 [GU n®98 246/04/1985) integrated as European directive n. 2005/31 /CE of the
29/04/2015.

Udm = measurament unit, LQ = guantification imit:

U = exponded uncertainty of measwement. Uncertainty sfimed with foctor K=2 (95%).

This 1est report relates exclusively to the somple tested. This fest raport may only be reproduced in tull. Any reproduction must be authorired by writlen opproval of
our laboratory. The sample tesied. when exisling and stacable, is availabie for @ manth, the row data will be archived for 48 monihs

LABORATORY RESPONSIBLE

Dott. qu?Lco Giovini
A AT et
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ANALIS! CHIMICHE - CONTROLLO QUALITA'
CONSULENZE TECNICHE
Via G. Fuca, 152 - 41122 MODENA
Tel 059-254836 Fax 059-2558942
email. infosschemicalab it Spett.le
REA n* 337282 - CF. e PIVA 02857780361 FOSHAN GANI CERAMICS Co.. Ltd.
Floor2-5.Tower4.Smart City.No.28 Jihua Road
I1st.Chancheng Area
FOSHAN - GUANGDONG - CHINA
Report of analysis: 01080/1/ING/17 Issued: 28/03/2017
Sample description: Tile 40x%0 cm of the series Gani Marble Tiles in sizes 60x60 cm, 60x90 cm, 60x120
cm, 20x20 cm.
Sampled by: Giavelli Ceramiche Srl Arival sample: 14/03/2017
Sample date: 14/03/2017 Start analysis: 18/03/2017
Sample n®: 01080/17/CH End analysis: 28/03/2017
MDPG 08/04 Rev 04
Parameter Result Udm U LQ Method
CESSION IN WATER - STATIC SURFACE CONTACT for 24 hours
Anfimony (as Sb) <(,00018 mg/dm? APAT CNR IRSA 3060 A-Man 29 2003
Arsenic [as As) <0.00018 mg/dm? APAT CNR IRSA 3080 A Man 29 2003
Codmium (as Cd) <(,00009 ma/dm? UNI EN ISO 11885:2009
Cobalt [as Co) <0,00009¢ ma/dm? UNIEN 15O 11885:2009
Chromium (as Cr) <0,00009 mal/dm? UNI EN ISO 11885:2009
Chromium hexavalent [as Cr) <0,00009 mg/dm? APAT CNR IRSA 3150 B2 Man 29 2003
Nickel (as Ni) <0,00044 mg/dm? UNI EN IS0 11885:2009
Leod (s Pb) <0,00088 mg/dm? UNIEN ISO 11885:2009
Copper [as Cu) <(0.00009 mg/dm? UNIEN ISO 11885:2009
Selenium (as Sej <0.00018 mgldmd APAT CNR IRSA 3260 A Man 29 2003
Zinc {os In] 0,00010 mg/dm? UNI EN 150 1 1885:2009

CONTINUED ON PAGE 2
NOTE:

Al this Test Repart follows Annex 1/1.

Ugm = meosurement unit, LQ = quantification kmit:
U = expanded uncerainty of measurement_Uncertainty stimad with focior K=2 (95%).

This test report raigtes exclusively 1o the somple tetted. This test report may only be reproduced in full. Any reproduction must be authorized by written opproval of
I T e N RO S O ST D (N T SRR i i e ) el b reurmlinkile e = et e rrea cdeytm will e cxcivea! e 48 mosithc
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ANALISI CHIMICHE - CONTROLLO QUALITA'
CONSULENZE TECNICHE
Via G Fuca, 152 - 41122 MODENA
Tel 059-254836 Fax 059-2558942
e-mail- infosichemicalab it Spett.le
REA n® 337282 - CF. e P.IVA 02857780361 FOSHAN GANI CERAMICS Co., Ltd.

Floor2-5.Tower4,Smart City,No.28 Jihua Road
Ist.Chancheng Area
FOSHAN - GUANGDONG - CHINA

Report of analysis: 01080/1/ING/17 lssued: 28/03/2017
Sample description: Tile 60x20 cm of the series Gani Marble Tiles in sizes 60x40 cm, 60x90 cm. 60x120
cm, 20x90 cm.

Sampled by: Giavelli Ceramiche Srl Arrival sample:  14/03/2017

Sample date: 14/03/2017 Start analysis:  18/03/2017

Sample n*: 01080/17/CH End analysis: 28/03/2017
Mm-l Rev 04

Parameter Result Udm U LQ Method

CESSION IN WATER - DYNAMIC SURFACE CONTACT for 24 hours

Anfimony (as Sb) <0.00018 mg/dm? APAT CNR IRSA 3060 A Man 29 2003
Arsenic (as As) <0,00018 mg/dm? APAT CNR IRSA 3080 A Man 29 2003
Cadmium (as Cd) <0,00009 mg/dm? UNI EN ISO 11885:2009
Cobalt (as Co) <0,00009 mg/dm? UNIEN 150 11885:2009
Chromium [as Cr <0,00009 mg/dm? UNI EN ISO 11885:2009
Chromium hexavalen! (as Cr} <0.0000% ma/dm? APAT CNR IRSA 3150 B2 Man 29 2003
Nickel (as Ni) <0,00044 mg/dm? UNI EN SO 11885:2009
Lead (as Pb) <(0,00088 mg/dm? UNIEN ISO 11885:2009
Copper (as Cu) <0,00009 mg/dm? UNI EN 1SO 11885:2009
Selenium [as Se) <0,00018 mg/dm? APAT CNR IRSA 3240 A Man 29 2003
Zinc (asIn) <0.00009 ma/dm? UNI EN ISO 11885;2009
CONTINUED ON PAGE 3
NOTE:

Al this Test Report follows Annex 1/1.

Udm = measuwrement unit, LQ = quantification Imit:

U= expanded uncertainty of measurement. Uncertainty sfimed with factor k=2 [95%)

This fest repont relates exclusively fo the samiple 1ested, This 1est report may only be reprocluced in full. Any reproduction must be guthorzed by wiitien approval of
our laboratory, The sample tested. when existing and storable. is available for a month. the raw data will be archived for 48 manths.
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ANALISI CHIMICHE - CONTROULO QUALITA
CONSULENZE TECNICHE
Via G. Fuca, 152 - 41122 MODENA
Tel 059-254836 Fax 059-2558942
e-mail. info@chemicalab it Spett.le
REA n® 337282 - CF. e PIVA 02857780361 FOSHAN GANI CERAMICS Co., Ltd.

Floor2-5.Tower4.Smart City,No.28 Jihua Road
Ist.Chancheng Area

FOSHAN - GUANGDONG - CHINA

Report of analysis: 01080/1/ING/17 Issued: 28/03/2017

Sample description: Tile 60x90 cm of the series Gani Marble Tiles in sizes 60x60 cm, 60x90 cm, 60x120
cm, 90x90 cm.

Sampled by: Giavelli Ceramiche Srl Arrival sample:  14/03/2017

Sample date: 14/03/2017 Start analysis:  18/03/2017

Somple n®: 01080/17/CH End analysis: 28/03/2017

MDPG 08/04 Rev D4

Parameter Result Udm U LQ Method

CESSION IN ACETIC ACID 4% (v/v) - STATIC SURFACE CONTACT for 24 hours - Rif. UNI EN ISO 10545-15

Anfimony (os Sb) <0.00018 mg/dm? APAT CNR IRSA 3060 A Man 29 2003
Arsenic (as As) <0.00009 ma/dm? APAT CNR IRSA 3080 A Man 2% 2003
Cadmium (as Cd) <0,0000% mg/dm? UNI EN ISO 11885:2009
Cobalt [as Co) <0,00009 mg/dm? UNI EN ISO 11885:2009
Chromium (as Cr) <(,00009 mg/dm? UNI EN ISC 11885:2009
Chromium hexavalent (as Cr) <0,0000? ma/dm? APAT CNR IRSA 3150 B2 Man 29 2003
Nickel {as Ni) <0,00044  mg/dm? UNIEN ISO 11885:2009
Lead (as Pb) <0,00088 mg/dmi UNI EN ISO 11885:2009
Copper [as Cu) 0.00018 mg/dm? UNIEN 1ISO 11885:2009
Selenium (as Se} <0, 00018 mg/dm? APAT CNR IRSA 3260 A Man 29 2003
Iinc (as In) 0.0285 mg/dm? UNIEN ISO 11885:2009

CONTINUED ON PAGE 4
NOTE:

Al this Test Report tollows Annex 1/].

Udm = meassrement unit, LQ = quontification it

U = expanded unceariainty ol measuremant. Uncertainty stimed with factor K=2 [95%)

This test rapodt relates exclusively 1o the sample tesfed. This test report may only be reproduced in Tull. Any reproduction must be authorzed by written approval of
our laboratony. The sampie tested, when exisfing and storatie. is available for a month. the row data will be archived for 48 months,
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ANALISI CHIMICHE - CONTROLLO QUALITA'
CONSULENZE TECNICHE
Via G Fuca, 152 - 41122 MODENA
Tel 059-254836 Fax 0592558942
e-mail: infofchemicalab it Spett.le
REA n* 337282 - CF_e PIVA 02857780361 FOSHAN GANI CERAMICS Co., Lid.

Floor2-5. Towerd.Smart City.No.28 Jihua Road
1st.Chancheng Area

FOSHAN - GUANGDONG - CHINA

Report of analysis: 01080/1/ING/17 Issued: 28/03/2017

Sample description: Tile 60x%0 cm of the series Gani Marble Tiles in sizes 60x60 cm, 60x20 cm, 60x120
cm. 20x?0 cm.

Sampled by: Giavelii Ceramiche Srl Arrival sample:  14/03/2017

Sample date: 14/03/2017 Start analysis:  18/03/2017

Sample n®°: 01080/17/CH End analysis: 28/03/2017

MDPG 08/04 Rev 04

Parameter Result Udm U LQ Method

CESSION IN HYDROCHLORIC ACID 3% (v/v) - STATIC SURFACE CONTACT for 24 hours

Antimony [as Sb) <0,00018 ma/dm? APAT CNR IRSA 3060 A Man 29 2003
Arsenic [as As) <0.00018 mg/dm? APAT CNR IRSA 3080 A Man 29 2003
Cadmium [as Cd) <0,00009 mg/dm® UNI EN 150 11885:2009
Cobalt {as Co] <0,00009 mig/drm? UNI EN ISO 11885:2009
Chromium (as Cr) <0,00009 mg/dm? UNI EN 150 11885:2009
Nickel (as Ni) <0.00044 mg/dm? UNI EN ISO 11885:2009
Lead (as Pb) <(),00088 mg/dm? UNI EN 15O | 1885:2009
Copper (as Cu) <(0,00009 mg/dm? UNI EN I5C 11885:2009
Selenium (as Se) <0D,00018 mg/dm? APAT CNR IRSA 3240 A Man 29 2003
Zinc (as 2n) 0.00%0 mg/dm? UNI EN SO 11885:2009
CONTINUED ON PAGE 5
NOTE:

Al this Test Report follows Annex 1/1.

Udm = measurement unil; LQ = gquantification imit;

U = expanded uncertainty of measurement. Uncerfainty stimed with factor K=2 (95%)

This lest report relates sxclusively fo the sample tested. This test report may only be reproduced in full. Any reproduction mist be autharized by wiitten approval of
our loboratary. The saompie tested, when existing and storable. s available tor @ month. the raw dolo will be archived Tor 48 months
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CONSULENZE TECNICHE
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FOSHAN GANI CERAMICS Co., Ltd.
Floor2-5.Tower4.Smart City.No.28 Jihua Road
I1st.Chancheng Area

FOSHAN - GUANGDONG - CHINA

Report of analysis: 01080/1/ING/17 Issued: 28/03/2017
Sample description: Tile 60x90 cm of the series Gani Marble Tiles in sizes 60x60 cm, 60x90 cm, 60x120
cm, 90x90 cm.

Sampled by: Giavelli Ceramiche 5rl Arrival sample:  14/03/2017

Sample date: 14/03/2017 Start analysis:  18/03/2017

Sample n®: 01080/17/CH End analysis: 28/03/2017
MDPG og_:m Fav 04

Parameter Result Udm U LQ Method

CESSION IN CONC. HYDROCHLORIC ACID - STATIC SURFACE CONTACT for 24 hours

Anfimony |as Sb) <0.00022 ma/dm? APAT CNR IRSA 3060 A Man 29 2003
Arsenic [os As) 0.00033 mg/dm? APAT CNR IRSA 3080 A Man 29 2003
Cacmium (as Cd) 0.00013 mg/dm? UNI ENISO 1 1885:2009
Coball (s Co) <0,00011 mg/dm? UNIEN ISO 11885:2009
Chromium (as Crj 0,00082 ma/dm? UNIEN 1SO 11885:2009
Nickel (as Ni) 0.00071 mg/dm? UNIEN ISO 11885:2009
Lead (as Pb) 0.00120 mg/dm?® LINI EN ISO 11885:2009
Caopper {as Cu) 0.00357 mg/dm? UNIEN SO 11885:2009
Selenium [as Se) <0.,00022 mg/dm¢ APAT CNR IRSA 3260 A Man 29 2003
Zinc |as In) 0,0285 mg/dm? UNIEN 15O 11885:2009
END OF THE TEST REPORT
NOTE:

Al this Test Report foliows Annex 1/1.

Udm = measwemsant unit, LG =guantification imik;

U = exponded uncertaintly of measurament. Uncerainty stimed with facior K=2 [95%)
This 1est report relates exclusively 1o the sample tested. This test report may only be reproduced in full, Any reproduction must be authonzed by written approval of
ot Inboratory. Thee sampile tested, when exisling and storable. & availabie for a manth. the raw dota will be archived for 48 manths
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ANALIS! CHIMICHE - CONTROLLO QUALITA'
CONSULENZE TECNICHE

Via G. Fuca, 152 - 41122 MODENA
Tel 059-254836 Fax 059-2558942
e-mail infoSchemicalab it

REA n* 337282 - CF. e P.IVA 02857780361
Spett.le
FOSHAN GANI CERAMICS Co., Ltd.
Floor2-5.Towerd.Smart City.No.28 Jihua Road
1st.Chancheng Area
FOSHAN - GUANGDONG - CHINA

Annex to the test report n® 01080/1/ING/17

The action of several attacks to the sample does not show visible signs of surface
corrosion.

The results of the assignment on the surface are very low.

For now the only regulation with which to compare them, to our knowledge, is

DM 04/04/1985 (GU n°98 del 26/04/1985) concerning the cession of Pb and Cd of
ceramic arficles intended for contact with food integrated as European directive
n. 2005/31/CE of the 29/04/2015 that for Lead (as Pb) it expected not to exceed 0.8
mg/dm? and for Cadmium (as Cd) 0,07 mg/dmz.
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